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ABSTRACT %2

Several approaches were used to improve the mechanical properties of
cFP-A203 fiber reinforced composites prepared by liquid metal infiltration f

a techniques. The first approach was the incorporation of a strengthening addi-
tion, magnesium, to the aluminum-lithium matrix alloy usually selected for
these composites because of its good wetting characteristics. This ternary
composite, FP-Al201/Al-(2-3)Li-(3-5)Mg, showed improved transverse strength
compared with FP-A1203/Al-(2-3)Li composites. The lower axial strengths
found for the FP-A1203/Al-(2-3)Li-(3-5)Mg composites were attributed to
fabrication-related defects. The second approach was the use of Ti/B coated
FP-A1203 fibers in the composites. This coating is readily wet by molten
aluminum and permitted the use of more conventional aluminum alloys in the com-
posites. However, the anticipated improvements in the axial and transverse
strengths were not obtained due to poor bonding between the fiber coating and
the matrix. A third approach studied to improve the strengths of FP-AI203
reinforced composites was the use of magnesium alloys as matrix materials.
While these alloys wet fibers satisfactorily, the result indicated that the
magnesium alloy composites used offered no axial strength or modulus advantage
over FP-Al203/Al-(2-3)Li composites

Isothermal exposure at 3500 C for 120 hours produced no significant loss
in the room temperature axial strength in both FP-Al203/Aluminum and
FP-Al0 3/Magnesium composites. In contrast, isothermal exposure at 4500
or 4820 C for 120 hours resulted in significant loss in the room temperature
axial strength. This strength loss was attributed primarily to matrix
softening.

* - INTRODUCTION

Al Composite materials composed of light metals reinforced with alumina fi-

bers offer great potential where high specific strength or stiffness, high
temperature capability and low comparative costs are required. Using the
Dupont fiber, FP-Alumina, composites with aluminum and magne ium matrices
have been prepared by low cost liquid infiltration methods. t,29 3. How-
ever, composite strength properties consistant with the fiber and matrix
strength properties have generally not been obtained. For the aluminum ma-
trix composites this has been attributed to poor wetting and bonding between
the fiber and the matrix. To improve the wetting two general approaches have
been suggested; (1) modify the matrix alloy by the addition of small amounts
of active metals such as lithium or calcium which promote chemical reaction
between the fiber and the matrix; or (2) coat the alumina fiber with a metal



or ceramic which is wet by the aluminum alloy. Of the two approaches, only
the addition of lithium has received significant attention to date. While
lithium did improve the fiber/matrix bonding, the room temperature trans-
verse strength of this composite was still low. In addition, studies have
shown that lithium concentration and time and temperature of the process must
be closely controlled prevent excessive fiber reaction and strength degra-
dation of the fiber.(1,2) Part of the effort of this study, therefore,
was to evaluate the transverse strengthening effect of the addition of ter-
nary additive, magnesium, to the aluminum - lithium matrix alloy. The influ-
ence of the magnesium addition on the strength degradation of the composite
due to thermal exposure was also studied.

The second approach to the improvement of the wetting of FP-Alumina by
molten aluminum - the use of fiber coatings - has not been previously report- 4

ed. However, Material Concepts Incgr orated has recently developed a
titanium/boron (Ti/B) fiber coatihgk4 which is wet by molten aluminum. Asecond objective of this study, then, was to evaluate the tensile strength

properties of aluminum matrix composites reinforced with Ti/B coated alumina
fibers. Several commercially significant aluminum alloy matrices were used
to determine possible matrix composition dependences.

Finally, it is known that molten magnes T shows good wetting of the
FP-Alumina fiber without special treatments 1). But, despite their poten-
tial for even higher specific strength, FP-Al203/Magnesium composites
have received much less attention than the aluminum matrix composites. The
third objective of this study, then, was to determine the tensile strength
and stiffness properties of pure magnesium and two magnesium alloys (EZ33
and QH21A) reinforced with FP-Alumina. The effect of thermal exposure on
the room temperature mechanical properties was also determined. The results
for the magnesium matrix composites were compared with those for the
aluminum matrix composites.

EXPERIMENTAL PROCEDURE

Materials

The lithium and magnesium doped aluminum matrix composites were fabri-
cated by the Dupont Pioneering Research Laboratory using liquid metal infil-
tration techniques. The stated lithium content of the matrix was between
2-3 weight percent, comparable to that for the binary lithium - aluminum
matrix used in reference 1, and the magnesium content was between 3-5 weight
percent. Two fiber volume fractions were studied, 35 volume percent and 55
volume percent.

The Ti/B coated FP-Alumina fiber composites were prepared by Material
Concepts Incorporated (MCI), again using liquid metal infiltration tech-
niques. The aluminum based matrix alloys used were 1100, A201, 2024, and
Al-(3-5)Mg. The nominal compositions of these alloys are given in Table I.
The fiber content of all the coated fiber composites used in this study was
25 volume percent. The Ti/B coating was achieved by simultaneous chemical
vapor deposition of titanium and boron onto the FP-Alumina fiber. The exact
composition of the coating is unknown.(4)

The FP-Al20/Magnesium composites were also fabricated by Dupont
using liquid metal infiltration techniques. The magnesium matrix alloys
selected for study were QH21A, EZ33, and commercially pure magnesium. The
nominal compositions of these alloys are also given in Table I. Two fiber
volume fractions were used, 35 and 55 volume percent.

2



Tensile specimens were cut from the cast plates to the dimensions of
1.27cm (0.5 inch) by 12.7cm (5.0 inch) and 0.25cm (0.1 inch) thick. Both
axial (0°) and transverse (90") tensile specimens were prepared.

Testing Procedures

Tensile testing at room temperature was accomplished in a Instron machine
using conventional wedge grips and a constant crosshead speed of 0.05cm/min
(0.02inlmin). Aluminum doublers, 3.8cm (1.5 inch) long were adhesively bond-
ed to each side of the test specimen in the gripping area. This insured
specimen failure in the 5.1cm (2.0 inch) test section. The axial strains in
the specimens were measured with a standard "clip on" strain gauge. The
elastic moduli were calculated from the stress strain curves obtained in the

tensile tests.
The dipmond pyramid hardness (D.P.H.) was measured in a Vickers harness

testing machine using a 25gm load.
Isothermal exposures at 3500C and 4500C or 4820C for periods up to

120 hrs were accomplished by heating the specimens in an evacuated and sealed
glass tubes in a furnace.

RESULTS AND DISCUSSION

FP-Alumina/Lithium Doped Aluminum Composites

The room temperature axial and transverse elastic moduli and strengths for
35 and 55 fiber volume percent FP-Al203/Al-(2-3)Li-(3-5)Mg composites are
shown in Figures 1 and 2. Each data point indicates the average value n
range for typically three tests. The averaged data of Champion et. al 1,

for 35 and 55 fiber volume percent FP-Al203/Al-(2-3)Li composites are
shown in these figures to provide a reference against which we may evaluate
the effect of the ternary component, magnesium. As seen in Figure 1, the ax-
ial and transverse moduli for the FP-A1203/ Al-(2-3)Li-(3-5)Mg compos-
ites are comparable with the moduli found by Champion et al.(') for the
FP-Al203/Al-(2-3)Li composites.

In contrast to the elastic modulus results, the room temperature axial
strength data for FP-A1203/Al-(2-3)Li-(3-5)Mg composites, shown ii igure
2, were found to be low compared with the data of Champion et al.kl) The
averaged strength values for the 35 and 55 fi er volume percent FP-AI2031
Al-(2-3)Li-(3-5)Mg composites were 0.265 GN/mz (38.5 KSI) and 0.49 GN/m
(72 KSI), respectively. However, the strength value of 0.496 GNIm' (72 KSI)
for the 55 fiber volume percent omposite was in fact 80 percent better than
the strength value o .275 GN/m4 (40 KSI) for the unreinforced alloy report-
ed by Sanders et al. On the other hand, the 35 fiber volume percent
composite showed no strength improvement with reinforcement.

In contrast, the room temperature axial tensile strength data for
FP-Al203/Al-(2-3)Li-(3-5)Mg composites, shown in gure 2, were found to
be low compared with the data of Champion et al.6(1. The 55 fiber volume
percent FP-A1203/Al-(2-3)Li-(3-5)Mg composite showed a 75 percent increase
in jxal strength over 0.275 GN/m2 (40 KSI) strength found by Sanders et
al for the unreinforced alloy. However, the 35 fiber volume percent
composite showed no strength improvement with reinforcement.
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The transverse strengths for both the 35 and 55 fiber volume percent com-
pos j s were higher than those for the binary matrix composites of Champion et
al. 'I and were comparable to the strengths of unreinforced Al-(2-3)Li-
(3-5)Mg alloy.(5J This is usually indicative of satisfactory bonding. In
the case of poor or inadequate bonding the transverse strength for the compos- '
ite will fall below that for the unreinforced matrix and will decrease with
increasing fiber volume fraction. Photomicrographs of composites sectioned
transverse to the fiber axis (Fig. 3) show good consolidation and no appar-
ent signs of inadequate bonding.

Photomicrographs of specimens sectioned parallel to the fiber axis reveal
two fabrication related defects which may contribute to the axial strength
loss. Figure 4 shows two different regions of the same plane section of the
55 fiber volume percent composites. For this composite over one third of the
fibers are obviously misaligned. This defect will decrease the axial strength
in proportion to the number and degree of misalignment of the off axis fibers.
For the 35 volume percent, composite in addition to misaligned fibers, a sec-
ond process defect is observed, poorly infiltrated regions resulting in matrix
voids. This is seen in Figure 5, where the voids dppear both at the fiber/
matrix interfaces and throughout the buIk matrix. Prior studies(I,2,3) have
indicated that such poor infiltration can lead to composite strength loss, such
a strength loss, in fact, explain the exceptionally low axial strength of the
35 volume percent composite relative to the 55 volume percent composite which
was relatively free of these voids.

The effects of isothermal heating on the room temperatures axial and trans-
verse strength of 55 volume percent FP-Al203/Al-(2-3)Li-(3-5)Mg composites at
3500C or 4820C for up to 120 hours are shown in Figure 6. The axial tensile
strength is seen to degrade slowly with time at both temperatures. After heating
for 120 hours at 4820C the axial strength has degraded by 0.07 GN/m2 (10 KSI).

The transverse strength for this composite also degrades with time at both
temperatures. Again, the higher temperature exposure resulted in a greater strength
loss. In contrast to the axial data, however, the transverse strength loss is
rapid during the first 60 hours then remains relatively constant to 120 hour , the
longest time treated The maximum strength loss at 3500C is about 0.05 GN/m
(7KSI) and 0.14 GN/m2 (20KSI) at 4820C. Also shown in Figure 6 is the trans-
verse strength data of Kim, et. al for FP-Al203/Al-(2-3)Li composites
isothermally heated at 5000C for times to 120 hours. They attributed the ob-
served strength loss of 0.05 GN/m2 (7KSI) in 30 hours of isothermal exposure
to matrix softening based on a good correlation with matrix hardness measure-
ments. Our measurement of the matrix hardness versus exposure time for the 55
volume percent FP-Al20/Al-(2-3)Li-(3-5)Mg composites shown in Figure 7.
The good correlation with the transverse strength again suggests that matrix
softening is primarily responsible for the observed strength loss. Additional
evidence of matrix softening in the thermally treated composite is found in
SEM micrographs of the fracture surfaces of failed specimens. Figure 8 shows
a typical transverse fracture surface of the composite in (a) as-fabricated
condition and (b) after heat treatment for 10 hours at 4820C and (c) after
heat treatment for 50 hours at 4820C. After heat treatment, the matrix is
seen to fail in a much more ductile manner than in the as-fabricated condi-
tion. In addition, there is increasing tendency for void formation in the
matrix with time during thermal exposure at this temperature.

Also evident in these micrographs is increased fiber splitting with time
at temperature indicating a possible fiber weakening. Additional evidence of
fiber degradation was obtained from the elemental Mg X-ray micrographs. The
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elemental Mg X-ray micrographs of the as-fabricated and thermally exposed spec-
imens are shown in Figure 9. This figure indicates extensive segregation of
magnesium to the fiberlmatrix interface during thermal exposure supporting
fiber degradation argument.

The observed linear axial strength loss with increasing time at temper-
ature is indicative of strength loss due to something more than that of matrix
softening alone. The observed fiber degradation and void growth are likely
causes.

Ti/B Coated FP-P1203/Aluminum Composites

The room temperature axial and transvirse elastic moduli and tensile
strengths of several aluminum matrix compisites reinforced with 25 volume
percent, Ti/B coated, FP Alumina fibers are shown in Figures I and 2. Again
the range and average value for typically three tests are indicated for each
data point. The axial modulus values for 25 volume percent, Ti/B coated
FP-Al203/Aluminum composites were agai?,jeen to be comparable with an ex-
trapolation of data of Champion et al. 1 The transverse modulus was not
measured due to the poor surface condition of the composite specimen which
precluded the use of the strain gauge.

The room temperature axial and transverse strength data for the Ti/B coat-
ed FP-Al203/Aluminum composites shown in Fi ure 2 were found to be low
compared with the data of Champion et al.(I) The transverse strengths of
these composites were also much lower than the strength of the unreinforced
matrix, indicating poor bonding between the fiber and the matrix. Confir-
mation of poor bonding was obtained from SEM photographs of the transverse
fracture surfaces. Figure 10 for the Ti/B coated FP-Al203 /Al-(3-5)Mg
composite is typical of this group. This figure shows extensive debonding
between the fiber and the matrix. Poor bonding could also contribute to the
low axial strengths of this group of composites. For the limiting case of no
bonding between the fibers and the matrix, the axial load would be carried
essentially by a bundle of noninteracting fibers. Methods available for calcu-
lating this "bundle" strength from the distribution of strengths of individual
fibers usually predict compuli strengths no greater than 2/3 of the strength
of a well bonded composite. ',o0 The measured axial strengths for the Ti/B
coated FP-Al203 reinforced compg *tes fall slightly above 2/3 of the extra-
polated data of Champion et al.M

FP-A1203/Magnesium Composites

The room temperature elastic moduli and tensile strengths of three
FP-A] 203/Magnesium composites as a function of volume fraction of the
fiber are shown in Figures 11 and 12. Figure 11 shows that both the axial and
transverse moduli of FP-Al203/Magnesium composites are lower than those
for the FP-A]203/Aluminum composites of similar fiber content, (Figure 1),
dug to differences in the elastic moduli of the aluinum 68.96 GN/m2 (10 x
10a KSI) and magnesium alloys 44.82 GN/m2 (6.5 x 10J KSI).

The axial strengths of all magnesium alloy composites studied shown in
Figure 12 were similar to or higher than corresponding data for the
FP-A120g/Al-(2-3)Li-(3-5)Mg composites of Figure 2. The transverse
strengths of all the magnesium composites except the 35 volume percent
FP-A] 203/QH21A Mg composites were equal to or higher than those for theL5



unreinforced matrix alloys, indicative of reasonably good boning in these
composites. Optical micrographs of these magnesium composite confirm good
bonding between the fiber and the matrix, Figure 13.

The effects of isothermal exposure at 3500C and 4500C on the room
temperature axial and transverse tensile strengths of the 55 volume percent
FP-A1203/Magnesium composites are shown in Figure 14 and 15. The axial
tensile strengths of EZ 33Mg and QH21Mg matrix composites were not affected by
exposure at 3500C but were seen to degrade uniformly with time at 4500C.
After 120 hours of exposure, the axial tensile strength decreased by about
0.08 GN/m (12KSI). The commercially pure magnesium matrix composite showed
essentially no strength loss after 120 hours of exposure at either temperature.
The transverse tensile strengths for all three composites degraded with thermal
exposure. Again the strength losses were greater for the QH21A Mg and EZ33Mg
matrix composites and reached a maximum strength loss of O.1GN/m2 (14KSI)
after 1 hour of exposure at either temperature. No further loss in transverse
strength was observed up to 120 hours. For the pure ma~nesium matrix composite
the strength loss was 0.025 GN/m 2 (4KSI) and 0.075 GN/m (12KSI) after an
hour exposure at 350 0C and 4500C respectively. The diamond pyramid hard-
ness test results on the composite matrix, shown in Figure 16, indicate a simi-
lar decrease in matrix hardness after thermal exposure. The loss in matrix
hardness correlates well with the loss in transverse strength for all magnes-
ium alloy composites except the 55 volume percent FP-A1203/pure magnesium
composite exposed at 4820C. For this material the loss in transverse
strength is much more than the loss in matrix hardness. As with the aluminum
matrix composites, the matrix softening which occurred with thermal treatment
appeared to be responsible for the observed loss of transverse strength and at
least part of the axial strength loss.

CONCLUSION

Three approaches to improve the transverse and axial strengths of
FP-A1203 /Aluminum composites prepared by liquid metal infiltration were
studied. The first approach was the addition of magnesium to an aluminum-
lithium alloy previously found to promote wetting. This ternary aluminum
alloy composite, while apparently poorly fabricated in this study, did show
improved transverse strength compared with the binary matrix composite. The
somewhat lower axial strengths found for the FP-Al20 /Al-(3-5)Mg-(2-3)Li
composite were likely due to fabrication defects, which the author believes
can be eliminated by better processing.

The improved transverse strength coupled with aaequate modulus and axial
strength, then, attest to the success of this approach.

Studies of the effects of thermal exposures on axial and transverse
strength indicate a general softening of the matrix at temperatures below
3500C. This softening, which maximizes after about one hour, markedly
reduces the transverse strength of the composite and contributes to an axial
strength loss. The axial strength loss did not stabilize as did the trans-
verse strength loss. The failure of the axial strength loss to reach a
limiting value was taken as evidence of fiber degradation. This was also
indicated by fracture studies and interfacial chemical analyses.

The second approach to improve wetting was the use of a Ti/B coated
FP-AI20 3 fiber in the composites. This approach eliminated the need for
the lithium addition to the aluminum alloy and so three conventional alloys
were used. The coated fiber composites, however, all showed poor transverse
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strengths attributed to bond failure. This lack of bonding also reduced the
axial strengths. The composites were considered unsatisfactory and no thermal
exposure studies were made.

A third approach to improve liquid metal infiltrated, FP-Al203
reinforced composites was the use of magnesium alloys as matrix materials.
Molten magnesium alloys were known to wet A1203 satisfactorily and the
light magnesium alloys offer promise of even greater specific strengths than
the aluminum matrix composites. The results of this study indicate that the
magnesium alloys composites used offered no axial strength advantage over the
aluminum composites. The transverse strengths found for the magnesium compos-
ites were all lower than that for the ternary aluminum composite. The effect
of thermal exposure was generally similar to that found for the aluminum
composites.

In conclusion, then, the ternary aluminum matrix composite and at least
the QH21A Mg matrix composite offer a combination of axial and transverse
strength combined with excellent stiffness suitable for many stiffness
critical applications. Prolonged use at temperatures in excess of 300oC
should be avoided.
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TABLE 1. -COMPOSITION OF THE MATRIX ALLOYS

Alloy Composition
designation

1100 99% + Al

"IA201 4% Cu, 0.7% Ag, 0.35% Mg, 0.35% Mn,
0.10% Si, 0.25% Ti, 0.15% Fe, 94% Al

2024 4.5% Cu, 1.5% Mg, 0.6% Mn, 93.4% Al

EZ33 3.2% rare earths, 2.5% Zn, 0.75% Zr,
0.1% Cu, 93.65% Mg

QH21A 0.1% rare earths, 2.5% Ag, 1% Th,

0.7% Zr, 0.2% Zn, 0.1% Cu, 95.4% Mg
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Figure 13. - Photomicrograph ot as-received FP-A1203/Mg composite
specimen.

I 80 HEATED AT 3500 C

40 H80ED12042100

'44

-~ - . -,.- 50



00 A FP-AI 2031PREMg
60U FP-AI2O 3 3~ AM

0 F - ,N

.3 HEATED AT 40 C

20 CLOSED SYMBOLS-IS07HERMALLY

0HE0TED ATD416

EXPOSUR11E A hr 16

Figure 15. - Effect of thermal exposure on room temperature
composites as a function of exposu re tin.

0@ FP-AI 2031PURE Mg
160- A A FP-A 12031EZ 33 Mg

D3U FP-Al2O3/QH21A Mg
140 - OPEN SYMBOLS - ISOTHERMALLY HEATED AT 3500 C

CLOSED SYMBOLS - ISOTHERMALLY HEATED AT 4250 C

60
0 40 so 120 140

EXPOSURE TINE, hr

Figure 16. - Effect of Isothermal exposure on the natrix
hardness of 55 vol % FP-AlIO31magneslum comnposites
as a function of exposure tie.

IL



1 Report No. NASA TM- 828 2. (cnutpos"ao No. 3. Racipleit's COW" No.
AVRADCOM TR-81-C-1 I1 -II'~ _ _ _ _ _ _ _

4. Title arid Subtitle 5.Report Dae
MODULUS, STRENGTH AND THERMAL flPOSURE STUDiE __________

OF FP-I20 /AL U AND FP-Alf0/MAMMEIUM 6. Pa rerforiOrnization Cods
Compoodrd 506-53-12

7. Autitre eormin rpion eort NA.

R. T. Bhat E-1238

9. Performing Orgen~ietion Narre ansd Addrsam 0 ok n o

NASA Lewis Research Center and1. oworwotN'

*Cleveland, Ohio 44135 13. Type of Report and Period Ciosrad
12. Sponsoring Anrcy Nameoand Addreess

National Aeronauticsl and Space Administration Technical Memorandum
Washington, D. C. 20546 and U. S. Army Aviation Research and w4. Sporing Agancy CoA&
Development Command, St. Louis, Mo. 63166

. B tNropason Laboratory, AVRADCOM Research and Technology Laboratories, Lewis
ReerhCenter, Cleveland Ohio Prepared for the Symposium on Composites and Advanced

Materials sponsored by the American Ceramic Society, Cocoa Beach, Florida, January 18-24,
1981.

4 16 Abetrect ./
Several approaches were used to Improve the mechanical properties of FP-A12 03 fiber reinforced
composites prepared by liquid metal infiltration techniques. The first approach was the Incorpor-
ation of a strengthening addition, magnesium, to the aluminum-lithium matrix alloy usually sel-
ected fr tese composites because of its good wetting characteristics. This ternary comc~t~1
FP-AIIO'Al-(2-3)Li-(3-5)Mg, showed improved transverse strength ~~e ihF-zs
AI-(2-3)LI composites. The lower axial strengths found for the FP-AI P3Al- 2-3)Li-(3-5)Mg
composites were a"Yted to fabrication-related defects. The second approach was the use of
Ti/B coated FP-Al2f 3 fibers In the composites. This coating ts reaidfly wet by molten aluminum
and permitted the use of more conventional aluminum alloys In the composites. However, the an-
ticipated improvements in the axial and transverse strengths were not obtained due to poor bond-
Ing betwee the fiber coating and the matrix. A third approach studied to improve the strengths
of FP-A203 reinforced composites was t"A~ of magnesium alloys as matrix materials. While

Ithese alloys wet fibers satisfactorily, the result Indicated that the magnesium alloy composites
-used offered no axial strength or modulus advantage over FP-Alf 3/Al-(2-3)Li composites. iso-
thermal exposure at 3500 C for 120 hours produced so significant loss in the room temperature
adal strength In both FP-Alf0/alumnun and FP-Alf0/magnsum composites. in contrast,
isothermal exposure at 4W0 or 4820 C for 120 hours reulted In sigificant loss In the room temp.
erature axial strength. This strength loss was attributed primarily to matrix softening.
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